
 

 

 

 

 
 

CERTIFICATE OF ANALYSIS 
 

 

 a. Nature of Sample : BARITE POWDER API 

      b.    Date of Receipt    : 08.09.22 

      c.      Quantity : 500 Gms.  

 d.  Markings    : Batch. No. 280812 

 

 RESULTS OF ANALYSIS : 

          

 Parameters   Results Obtained 

 Specific Gravity    4.15 

 Water Soluble Alkaline Earth Metal as Calcium  25Mg 

 Particles greater than 75 micron    1.68% 

 Particles less than 6 micron in equivalent    20.66% 

 Spherical diameter       

 Mercury as Hg        - BDL 

 Cadmium as Cd    BDL 

 BDL: Below Detection Level  D.L: Detection Level    1.0ppm 

 Test Procedure No.API-13A                         
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